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1.  Introduction 
 

Studies of the chemical properties of superheavy elements (SHE) pose interesting 
challenges due to their short half‐lives and low production rates. Chemical systems must have 
extremely fast kinetics, fast enough kinetics to be able to examine the chemical properties of 
interest before the SHE decays to another nuclide. To achieve chemistry on such time scales, 
the chemical system must also be easily automated. Most importantly however, a chemical 
system must be developed which provides suitable separation and kinetics before an on‐line 
study of a SHE can be performed.  
  Relativistic effects make studying the chemical properties of SHEs interesting due to the 
impact these effects could have on the SHEs chemical properties. Relativistic effects arise when 
the velocity of the s orbital electrons approach the speed of light. As this velocity increases, the 
Bohr radius of the inner electron orbitals decreases and there is an increase in the particles 
mass [1, 2]. This contraction results in a destabilization of the energy of the outer d and f 
electron orbitals (5f and 6d in the case of SHE), which can cause these to expand due to their 
increased shielding from the nuclear charge [2‐5]. Another relativistic effect is the spin‐orbit 
splitting for p, d, and f orbitals into j = 1±1/2 states [4]. This can lead most interestingly to a 
possible increased stability of element 114, which due to large spin‐orbit splitting of the 7p 
orbital and the relativistically stabilized 7p1/2 and 7s orbital gives rise to a closed shell ground 
state of 7s27p1/2

2 [6].  
  The homologs of element 105, dubnium (Db), Ta and Nb and the pseudo‐homolog Pa, 
are well known to hydrolyze and form both neutral and non‐neutral monoatomic and 
polyatomic species that may cause issues with extraction from a given chemical system [7,8]. 
Early ion‐exchange and solvent‐extraction studies show mixed results for the behavior of Db. 
Some studies show Db behaving most similar to Ta [8‐10], while others show it behaving 
somewhere between Nb and Pa [11, 12]. Much more recent studies have examined the 
properties of Db from HNO3/HF matrices, and suggest Db forms complexes similar to those of 
Pa [13, 14, 15].  

Very little experimental work into the behavior of element 114 has been performed. 
Thermochromatography experiments of three atoms of element 114 indicate that the element 
114 is at least as volatile as Hg, At, and element 112. Lead was shown to deposit on gold at 
temperatures about 1000 ⁰C higher than the atoms of element 114. Results indicate a 
substantially increased stability of element 114 [16]. No liquid phase studies of element 114 or 
its homologs (Pb, Sn, Ge) or pseudo‐homologs (Hg, Cd) have been performed. Theoretical 
predictions indicate that element 114 is should have a much more stable +2 oxidation state and 
neutral state than Pb, which would result in element 114 being less reactive and less metallic 
than Pb [6]. The relativistic effects on the 7p1/2 electrons are predicted to cause a diagonal 
relationship to be introduced into the periodic table. Therefore, 1142+ is expected to behave as 
if it were somewhere between Hg2+, Cd2+, and Pb2+[17,18]. 

In this work two commercially available extraction chromatography resins are 
evaluated, one for the separation of Db homologs and pseudo‐homologs from each other as 
well as from potential interfering elements such as Group IV Rf homologs and actinides, and the 
other for separation of element 114 homologs. One resin, Eichrom’s DGA resin, contains a 
N,N,N’,N’‐tetra‐n‐octyldiglycolamide extractant, which separates analytes based on both size 
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and charge characteristics of the solvated metal species [19], coated on an inert support. The 
DGA resin was examined for Db chemical systems, and shows a high degree of selectivity for tri‐
, tetra‐, and hexavalent metal ions in multiple acid matrices with fast kinetics [20‐22]. The other 
resin, Eichrom’s Pb resin, contains a di‐t‐butylcyclohexano 18‐crown‐6 extractant with 
isodecanol solvent, which separates analytes based on steric interactions between the cavity of 
the crown ether and electrostatic interactions between the oxygen’s of the ether and cations in 
the mobile phase [23]. This particular resin has been shown to have an extremely high uptake 
affinity for Pb, a direct homolog of element 114, and is thus a good initial extractant to examine 
for a potential element 114 chemical system [24]. Figure 1.1 shows the respective extractant 
molecules from the DGA and Pb resins [25, 26]. 

 

a)

OO

N
R

R O
N
R

R

                          b)  
Figure 1.1  a) The tetradiglycolamide extractant in Eichrom’s DGA resin where the R groups 
represent the straight or branched C8 chains. b)  The crown either extractant in Eichrom’s Lead 
resin. 
 
  Batch uptake experiments were conducted to examine the uptake behavior of Ta on the 
DGA resin. Batch uptake experiments were also conducted to examine the uptake behavior of 
Ge on the Pb resin. Column experiments were designed based on batch uptake experiments of 
Ta, Am, Pa, Np, Zr, and Nb to establish a sequential extraction of Group IV/V homologs as well 
as Am for potential use as a Db chemical system.  
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2.  Experimental 
 
2.1 Reagents and Materials 
 

Eichrom’s DGA normal resin or Pb resin was used for batch and column experiments 
(Eichrom Technologies). All acids were prepared from reagent grade acids and de‐ionized water 
(18 MΩcm). Tracers of 182Ta (t1/2 = 114.43 d), 

237Np (t1/2 = 2.144 x 10
6 y), 233Pa (t1/2 = 26.967 d), 

95Zr (t1/2 = 64.02 d), 
95Nb (t1/2 = 34.975 d), 

243Am (t1/2 = 7.37 x 10
3 y), and 68Ge (t1/2 = 270.8 d) 

were prepared to have activity concentrations of 8 to 17 cps per 100 μL of solution with 68Ge 
having a 68Ga activity concentration of 1 to 2 cps per 100 μL of solution.  
 
2.2 Activity Measurements 
 

All measurements were taken with a high purity germanium (HPGe) gamma 
spectrometer with a Canberra multi‐channel analyzer. Spectra were analyzed with Genie2000 
spectroscopy software (Canberra Industries, Inc.) The spectral lines with the least interference 
and highest yield were used for identification of the radionuclides. The gamma energy chosen 
for 182Ta was 67.7497 keV (41.2 %); for 233Pa the 311.9 keV (38.5 %) line was chosen; for 237Np 
the 86.5 keV (12.4 %) line was chosen; for 95Zr the 724.199 keV (44.17 %) line was chosen; for 
95Nb the 765.794 keV (100 %) line was chosen; for 243Am the 74.7 keV (67.2 %) line was chosen; 
and for 68Ge the 1077.35 keV (3.0 %) 68Ga line was chosen (68ga reaches secular equilibrium 
with 68Ge in about 15 hours).  

 
2.3 Batch Experiments 
 

The uptake of Ta on DGA resin in HNO3 and HF as well as Ge on Pb resin in HNO3 was 
determined by batch experiments. To a 15 mL polypropylene centrifuge tube 10 to 20 mg of 
either DGA or Pb resin was added. To each centrifuge tube 1 mL of 0.1 M – 8.0 M HNO3 and 
0.001 M ‐ 0.1 M HF for the Ta on DGA study or 0.1 M – 10.0 M HNO3 for the Ge on Pb resin 
study was added. The samples were allowed to shake for 10 minutes to allow wetting of the 
resin. A 100 μL spike of activity, 182Ta in 4.0 M HNO3 and 2.0 M HF or 68Ge in 4.0 M HNO3, was 
added to each centrifuge tube. The samples were allowed to mix for one hour (two hours in the 
case of 68Ge) to allow equilibration while each sample was counted on an HPGe gamma 
spectrometer for 10 minutes. After equilibration each sample was filtered through a 0.45 μm 
polytetrafluoroethylene (PTFE) filter for removal of the resin from solution. The filtered 
supernate liquid was counted for 10 minutes on the same HPGe gamma spectrometer. For the 
68Ge samples 24 hours was allowed to pass to allow the 68Ga daughter (used for detection) to 
grow to secular equilibrium.  

 
2.4 Column Experiments 
 

Column extraction studies of mixed and single radionuclides were performed using pre‐
packed 2 mL columns containing dry DGA resin. Aliquots of each desired tracer were mixed in a 
15 mL polypropylene centrifuge tube and evaporated to dryness in a warm water bath, then 

Page 4 of 18 



reconstituted in 1 mL of the desired column load solution. All evaporations were done multiple 
times without fully taking the solution to dryness to prevent nitric acid from etching the activity 
into the centrifuge tube. Prior to loading the column, tracer activity was determined by 
counting the 1 mL load solution on an HPGe gamma spectrometer for 30 minutes. For the 
extraction experiments a 24‐hole polycarbonate vacuum box (Eichrom, Darien, IL, USA) with a 
pressure regulator was used to accelerate the elutions and maintain a flow rate of 
approximately 1 mL per minute. Prior to loading, the columns were conditioned with 5 mL of 
the load solutions acid matrix. Sequential elutions were performed with various acid matrices 
and volumes based on batch experiments. Columns with 243Am were stripped using a final 
elution of 0.1 M ammonium bioxalate [27‐29]. Each fraction was collected in a 15 mL centrifuge 
tube (evaporated and reconstituted in 1 mL of the same acid matrix if lager than 1 mL elution 
fraction) and counted on an HPGe gamma spectrometer. Table 2.1 summarizes the first column 
experiment. 

 
Table 2.1.  Column 1 summary, 182Ta, 95Nb, 95Zr, 243Am, 233Pa, and 237Np tracers used in load 
solution.  
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta, 
95Nb, 95Zr, 243Am, 233Pa, and 237Np 
tracers) 

8.0 M HNO3 / 0.001 M HF  1 

Rinse Fractions (four)  8.0 M HNO3 / 0.001 M HF  1 each 
First Elution (ten)  0.1 M HNO3 / 0.001 M HF  1 each 
Am strip (five)  0.1 M Ammonium 

bioxalate 
1 each 

Am strip (one)  0.1 M Ammonium 
bioxalate 

5 

 
Table 2.2 summarizes the second column experiment. 
 
Table 2.2. Column 2 summary, 182Ta and 243Am tracers used in load solution. 
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta, and 
243Am tracers) 

8.0 M HNO3 / 0.001 M HF  1 

Rinse Fractions (four)  8.0 M HNO3 / 0.001 M HF  1 each 
First Elution (ten)  0.1 M HNO3 / 0.001 M HF  1 each 
Am strip (five)  0.1 M Ammonium 

bioxalate 
1 each 

Am strip (one)  0.1 M Ammonium 
bioxalate 

5 
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Table 2.3 summarizes the third column experiment. 
 
Table 2.3.  Column 3 summary, 182Ta tracer used in load solution load solution prepared by 
evaporation of tracer in Teflon beaker verses centrifuge tube. 
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta 
tracers) 

8.0 M HNO3 / 0.001 M HF  1 

Rinse Fractions (two)  8.0 M HNO3 / 0.001 M HF  5 each 
 
Table 2.4 summarizes the fourth column experiment. 
 
Table 2.4.  Column 4 summary, 182Ta tracer used in load solution and column top frit removed.  
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta 
tracers) 

8.0 M HNO3 / 0.001 M HF  1 

Rinse Fractions (two)  8.0 M HNO3 / 0.001 M HF  5 each 
 
Table 2.5 summarizes the fifth column experiment.  
 
Table 2.5.  Column 5 summary, 182Ta tracer used in load solution and column top frit present.  
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta 
tracers) 

8.0 M HNO3 / 0.001 M HF  1 

Rinse Fractions (two)  8.0 M HNO3 / 0.001 M HF  5 each 
 
Table 2.6 summarizes the sixth column experiment.  
 
Table 2.6.  Column 6 summary, 182Ta and 243Am tracers used in load solution prepared by 
adjusting stock tracer solution with concentrated HNO3 without evaporation. 
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta and 
243Am tracers) 

8.071 M HNO3 / 0.135 M 
HF 

1 

Rinse Fractions (four)  8.071 M HNO3 / 0.135 M 
HF 

1 each 

Am strip (two)  0.1 M Ammonium 
bioxalate 

5 

 
Table 2.7 summarizes the seventh column experiment. 
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Table 2.7.  Column 7 summary, 182Ta, 95Nb, 95Zr, 243Am, 233Pa, and 237Np tracers used in load 
solution.  
Fraction  Fraction Matrix  Fraction Volume (mL) 
Load Fraction/Solution (182Ta, 
95Nb, 95Zr, 243Am, 233Pa, and 237Np 
tracers) 

8.0 M HNO3 / 0.1 M HF  1 

Rinse Fractions (fifteen)  8.0 M HNO3 / 0.1 M HF  1 each 
First Elution (fifteen)  0.1 M HNO3 / 0.1 M HF  1 each 
Am strip (seven)  0.1 M Ammonium 

bioxalate 
1 each 

Am strip (one)  0.1 M Ammonium 
bioxalate 

5 
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3.  Results and Discussion 
 
3.1 Batch Experiments 
 

All batch results are presented in terms of the column capacity factor (k’), or number of 
free column volumes to reach peak maximum for a given elution. This value can be inferred 
from the batch extraction distribution ratio. The weigh distribution ratio, Dw, is defined as the 
amount of metal ion taken up by a given  of resin, a d is given by:  mass n

௪ܦ                                                                   ൌ  ቀ஺೚ି஺ೞ
஺ೞ

 

ቁ ቀ௠௅
௚

ቁ                                                        (Eqn. 1) 
 

Where Ao and As are the initial and final activities in cps of the metal ion in a solution of given 
volume, mL, and g is the mass of resin. A unitless volume distribution ratio can be calculated 
from the following equation: 
 

௩ܦ                                                                      ൌ  ሺ஽ೢሻሺௗ೐ೣ೟ೝሻ
଴.ସ

                                                            (Eqn. 2) 

 
Where Dw is the weight distribution ratio from Equation 1, dextr is the density of the resin, and 
0.4 is the weight loading of the resin (40 % for both DGA and Pb resins). The capacity factor (k’) 
can be calculated by Equation 3: 
 

                                                                       ݇ᇱ ൌ  ሺܦ௩ሻ ቀ ௏ೞ
௏೘

ቁ                                                           (Eqn. 3) 
 

Where Vs and Vm are the volumes of the stationary (extractant) and mobile phases, which are 
constants derived from the slurry packed characteristics of the resin. From Equation 2 and 3, k’ 
can be calculated by: 
 

                                                 ݇ᇱ ൌ  ሺܦ௪ሻሺܨሻ; ܨ                ൌ ቀௗ೐ೣ೟ೝ
଴.ସ

ቁ ቀ ௏ೞ
௏೘

ቁ                                    (Eqn. 4) 
 

Where F is 0.57 and 0.55 for Eichrom’s DGA and Pb resin respectively. 
  The uptake of Ta on the DGA resin as a function of HNO3 at constant HF concentrations 
is shown in Figure 3.1. 
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Figure 3.1.  Uptake (k’) of 182Ta (carrier added) on DGA‐normal resin, 50‐100 μm particle size, 
vs. [HNO3] at constant [HF] = 0.001, 0.02, and 0.1 M, one hour equilibration.  
 
Under the conditions examined, the concentration of HF has no effect on the extraction of Ta 
by DGA resin, only the concentration of HNO3 has an effect. At lower HNO3 concentrations 
uptake of Ta is the highest as seen in Figure 1.  
  The uptake of Ge on the Pb resin as a function of HNO3 concentration is shown in Figure 
3.2.  
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Figure 3.2.  Uptake (k’) of 68Ge on Pb resin, 50‐100 μm particle size, vs. [HNO3], two hour 
equilibration. 
 
Under the conditions examined, there is no uptake of Ge on the Pb resin. Eichrom’s Pb resin 
shows extremely high uptake of Pb between 0.1 and 10 M HNO3 [24]. Due to the fact the crown 
ether extractant is size selective and that Ge has an ionic radius much smaller than lead the lack 
of uptake of Ge on the Pb resin is expected.  
 
3.2 Column Experiments 
 
3.2a Column 1 
 

From batch uptake experiments of 182Ta, 95Nb, 95Zr, 243Am, 233Pa, and 237Np on the DGA‐
normal resin, the column procedure in Table 2.1 was performed to attempt separation of 
Group IV/V homologs and Am. Figure 3.3 shows the results of the column procedure performed 
with the elution profile in Table 2.1.  
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Figure 3.3. Sequential extraction of Group IV and V homologs from DGA resin using HNO3/HF 
acid matricies from Table 2.1. 
 
As can be seen from Figure 3.3 nearly all of the activity remained stuck to the top column frit or 
the column, when the load solution and rinses should have eluted Ta and other Group V 
elements according to the batch uptake experiments. Zirconium and Np, which should have 
eluted with the 0.1 M HNO3 fractions, also remained on the top frit or column. This 
phenomenon could be explained by presence of some species formed by portions of the 
polypropylene centrifuge tube being removed during evaporation of the load solution, an 
interaction between the radionuclides and the top frit of the pre‐packed column, or the HF 
concentration being too low.   
 
3.2b Column 2 
 

To assess the loss of activity to the top frit of the pre‐packed column in the first 
procedure, the same procedure was repeated with only 182Ta and 243Am (Table 2). Figure 3.4 
shows the results of the column procedure performed with the elution profile in Table 2.2. 
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Figure 3.4.  Sequential extraction of Ta from Am. 
 
As can be seen in Figure 3.4, the Ta, which should have eluted in the rinse fractions, remained 
stuck to the top frit of the column like in the first column procedure. As mentioned above 
possible reasons for this occurrence are the presence of some species formed by portions of 
the polypropylene centrifuge tube being removed during evaporation of the load solution, an 
interaction between the radionuclides and the top frit of the pre‐packed column, or the HF 
concentration being too low.   
 
3.2c Column 3 
 

To determine if the evaporation in the polypropylene centrifuge tube was causing some 
species to be formed that allows Ta to stick to the top frit of the column, the column procedure 
was performed with just Ta; however, the Ta was evaporated in a Teflon beaker. Figure 3.5 
shows the results of the column procedure performed with the elution profile in Table 2.3. 
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Figure 3.5. Elution of Ta from DGA pre‐packed column using procedure from Table 2.3, with 
evaporation of load solution performed in a Teflon Beaker.  
 
Changing the evaporation method had little effect on the elution of Ta from the DGA pre‐
packed column. There was still a significant amount of Ta, retained on the top frit and within 
the column, which did not elute with the appropriate fraction. Therefore, evaporating the load 
solution in a polypropylene centrifuge tube was not causing the loss of activity to the top frit of 
the column.  
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3.2d Column 4 and 5 
 

To assess if the top frit itself was causing the Ta to interact and stick, the column 
procedures in Table 2.4 and 2.5 were performed with the only difference being the presence or 
absence of the pre‐packed column’s top frit. Figure 3.6 shows the results of the column 
procedure performed with the elution profile in Table 2.4, top frit removed. 
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Figure 3.6. Elution of Ta from DGA pre‐packed column using procedure from Table 2.4, with 
column top frit removed.  
 
Figure 3.7 shows the results of the column procedure performed with the elution profile in 
Table 2.5, same procedure as shown in Figure 3.6/Table 2.4 but with the top frit of the column 
present.  
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Figure 3.7. Elution of Ta from DGA pre‐packed column using procedure from Table 2.5, with 
column top frit present.  
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Both the procedure with the top frit and without the top frit were nearly identical, the majority 
of the Ta eluted in the rinse fractions as expected from the batch uptake experiments. 
However, there was still a significant amount of activity remaining on the column. 
 
3.2e Column 6 
 

To assess whether the concentration of HF plays a roll on the Ta sticking to the column 
or top frit of the column, the procedure from Table 2.6 was performed with a much higher HF 
concentration once again with the presence of Am. Figure 3.8 shows the results of the column 
procedure performed with the elution profile in Table 2.6. 
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Figure 3.8.  Elution of Ta and Am from DGA pre‐packed column using procedure from Table 2.6, 
with a higher [HF] = 0.135 M.  
 
Increasing the HF concentration from 0.001 M to 0.135 M, as seen in Figure 8, allowed for 
elution of Ta in the proper fraction as well as showed no Ta remaining on the column or on the 
top frit. Therefore, the initial separation procedure from Table 2.1 was modified for a final 
column.  
 
3.2f Column 7 
 

A final column designed to separate Group IV/V homologs and Am, was performed using 
the elution profile from Table 2.7, the exact same elution matricies as the first column (Table 
2.1) but with 0.1 M HF verses 0.001 M HF. Figure 3.9 shows the results of the column procedure 
performed with the elution profile in Table 2.7. 
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Figure 3.9.   Sequential extraction of Group IV and V homologs from DGA resin using HNO3/HF 
acid matricies from Table 2.7. 
 
Figure 3.10 shows the same results; however, the total percent eluted after a given volume is 
plotted against total volume, versus the percent recovered at a given volume as shown in 
Figure 3.9. 

‐20

0

20

40

60

80

100

120

140

160

0 10 20 30 40 50

%
 R
ec
ov
er
y

Total Volume (mL)

Ta

Am

Np

Pa

Zr

Nb

 
Figure 3.10.  Sequential extraction of Group IV and V homologs from DGA resin using HNO3/HF 
acid matricies from Table 2.7. Lines are present only as a visual guide. 
 
From Figure 3.10 it is shown that a separation of the Group IV from V homologs and Am is 
possible with Eichrom’s DGA resin. Possible reasons for greater than 100 % recoveries are due 
to extra counts on each individual fraction from increased continuums due to high sample 
count rates.  
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4.  Conclusions 
   
  A sequential extraction scheme was established for separation of Group IV and V 
homologs from each other and from Am, using Eichrom’s DGA resin. It was established that a 
higher HF concentration is needed to avoid losses of activity during column procedures due to 
sticking to the column frit or various areas within the column (not representative of an 
interaction with the extractant molecule). Germanium was shown to have no uptake on 
Eichrom’s Pb resin, which is expected due to the much smaller ionic radius when compared 
with that of Pb (an element with high uptake on the resin). 
 
5.  Future Work 
 
  Eichrom’s Pb resin will be investigated further for potential development of a chemical 
system for the investigation element 114 and 115. Batch uptake experiments will be performed 
from HCl, HNO3, H2SO4, and mixed H2SO4/HI matrices with both the homologs and pseudo‐
homologs of elements 114 and 115 (Pb, Sn, Ge, Hg, Cd for element 114 and Bi, Sb, As, Tl, In for 
element 115). If suitable uptakes are observed for separations, column experiments will be 
performed to assess the potential separation schemes. Assuming a working separation scheme 
for the homologs and pseudo‐homologs of element 114 or 115 can be established, kinetic 
studies will be performed to assess the validity of the system for on‐line SHE experiments. If no 
separation scheme can be established, new ligands will be investigated.  
 
   

Page 16 of 18 



6.  References 
 

1. Pitzer, K. S., Relativistic effects on chemical properties. Accounts of Chemical Research 
1979, 12, (8),271‐5. 

2.  Christiansen, P. A.; Ermler, W. C.; Pitzer, K. S., Relativistic effects in chemical systems. 
Annual Review of Physical Chemistry 1985, 36, 407‐32. 

3. Pyykko, P., Relativistic effects in structural chemistry. Chemical Reviews (Washington, 
DC, United States) 1988, 88, (3), 563‐94. 

4.  Schadel, M., Chemistry of superheavy elements. Angew Chem Int Ed Engl FIELD Full 
Journal Title:Angewandte Chemie (International ed. in English) 2006, 45, (3), 368‐401. 

5. Hoffman, D. C., Chemistry of the transactinide elements. Proceedings of the Robert A. 
Welch Foundation Conference on Chemical Research 1990, 34, 254‐76. 

6. Morss, L., Edelstein, N., Fuger, J.:  The Chemistry of the Actinide and Transactinide 
Elements:  Volume 3.  Netherlands:  Springer, 2006; pp. 1723‐1728. 

7. V. Pershina, Radiochimica Acta, 80 (1998) 75‐84. 
8. V. Pershina, T. Bastug, Radiochimica Acta, 84 (1999) 79‐84. 
9. V. Pershina, Radiochimica Acta, 80 (1998) 65‐73. 
10. W. Paulus, J. V. Kratz, E. Strub, S. Zauner, W. Bruchle, V. Pershina, M. Schadel, B. 

Schausten, J. L. Adams, K. E. Gregorich, D. C. Hoffman, M. R. Lane, C. Lane, D. M. Lee, C. 
A. McGrath, D. K. Shaughnessy, D. A. Strellis, E. R. Sylwester, Radiochimica Acta, 84 
(1999) 69‐77. 

11. J. Kratz, H. Zimmermann, U. Scherer, M. Schadel, W. Bruchle, K. Gregorich, C. Gannett, 
H. Hall, R. Henderson, D. lee, J. Leyba, M. Nurmia, D. Hoffman, H. Gaggeler, D. Jost, U. 
Baltensperger, N. Ya, A. Turler, C. Lienert, Radiochimica Acta, 48 (1989) 121‐133. 

12. H. Zimmermann, M. Gober, J. Kratz, M. Schadel, W. Bruchle, E. Schimpf, K. Gregorich, A. 
Turler, K. Czerwinski, N. Hannink, B. Kadkhodayan, D. Lee, M. Nurmia, D. Hoffman, H. 
Gaggeler, D. Jost, J. Kovacs, U. Scherer, A. Weber, Radiochimica Acta, 60 (1993) 11‐16. 

13. Y. Kasamatsu, A. Toyoshima, H. Haba, H. Toume, K. Tsukada, K. Akiyama, T. Yoshimura, 
Y. Nagame, Journal of Radioanalytical and Nuclear Chemistry, 279 (2009) 371‐376. 

14. K. Tsukada, H. Haba, M. Asai, A. Toyoshima, K. Akiyama, Y. Kasamatsu, I. Nishinaka, S. 
Ichikawa, K. Yasuda, Y. Miyamoto, K. Hashimoto, et al., Radiochimica Acta, 97 (2009) 83‐
89. 

15. Y. Kasamatsu, A. Toyoshima, H. Toume, K. Tsukada, H. Haba, Y. Nagame, Journal of 
Nuclear and Radiochemical Sciences, 8 (2007) 69‐72. 

16. Eichler, R., et al. Indication for a volatile element 114. Radiochim. Acta 98, 133‐139 
(2010). 

17. Keller, O. L.  Jr. Burnett, J. L., Carlson, T. A., and Nestor, C. W. J. (1970) J. Phys. Chem., 
74, 1127‐34. 

18. Pershina, V. Anton, J., Fricke, B. Intermetallic compounds of the heaviest elements and 
their homologs. Journal of Chemical Physics, 127, 134310 (2007). 

19. E. Horwitz, C. Bloomquist, Journal of Inorganic and Nuclear Chemistry, 34 (1972) 3851‐
3871. 

Page 17 of 18 



Page 18 of 18 

20. S. Ansari, P. Pathak, M. Husain, A. Prasad, V. Parmar, V. Manchanda, Talanta, 68 (2006) 
1273‐1280. 

21. E. P. Horwitz, D. R. McAlister, A. H. Bond, R. E. Barrans, Solvent Extraction and Ion 
Exchange, 23 (2005) 319‐344. 

22. M. Husain, S. Ansari, P. Mohapatra, R. Gupta, V. Parmar. V. Manchanda, Desalination, 
229 (2008) 294‐301. 

23. IAEA, Terapeutic Radionuclide Generators:  90Sr/90Y and 188W/188Re Generators, 
Technical Reports Series No. 470, Vienna (2009).  

24. Horwitz, E. P. Dietz, M. L., Rhoads, S. Felinto, C. Gale, N. H., Houghton, J. A lead‐selective 
extraction chromatographic resin and its application to the isolation of lead from 
geological samples.  Analytical Chemica Acta, 292, 263‐273 (1994). 

25. Eichrom DGA Resin technical Info. 
http://www.eichrom.com/products/info/dga_resin.cfm (accessed October 3, 2011). 

26. Eichrom Technologies, Pb Resin. http://www.eichrom.com/products/info/pb_resin.cfm 
(accessed August 3, 2011). 

27. E. Horwitz, M. L. Dietz, D. M. Nelson J. J. LaRosa, W. D. Fairman, Analytica Chimica Acta, 
238 (1990) 263‐271. 

28. E. P. Horwitz, R. Chiarizia, H. Diamond, R. C. Gatrone, S. D. Alexandratos, A. Q. 
Trochimczuk, D. W. Crick, Solvent Extraction and Ion Exchange, 11 (1993) 934‐966. 

29. E. Horwitz, R. Chiarizia, M. L. Dietz, H. Diamond, D. M. Nelson, Analytica Chimica Acta, 
281 (1993) 361‐372.  


